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These are shok absorbing materials made from all recycled paper

Since these products are made of corrugated fibreboard, it is possible tc be

packing with singular uniformed materials including an outer case by using
these products.
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Mighty C board is reinforced corrugated fibreboard made of cardboard roll cores.
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